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[Y13]

Yellow Medium Azo

Arylide Yellow 5GX (PY 74 LF)
23.3% PVC

{Hansa yellow}
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Phthalo Blue (i)

Copper Phthalocyanine (PB 15)
17.8% PVC

{phthalocyanine blue}
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